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WIDE WIDTH BLACK HDPE (GEOMEMBERANE)

SPECIFICATION FOR 250 MICRON FILM
Property " [ Test Method Unit Specification |
Thickness ASTM D 5199 mm 0.25+10%
Density@270C ASTM D 792 gm/cc 094 0.97
Meit Fiow Idex @ 190 c/2.16Kg ASTM D 1238 Gm/10 min 02 4.0
Tensile Strength ASTM D 882 Kglem Min 120
Elongation at break ASTM D 882 % Min 500
Tear Resistance ASTM D 1004 N Min 30
Carbon black content ASTM D 1603 % 2.5 +0.50
Carbon black dispersion ASTM D 5596 Satisfactory
Puncture Resistance ASTM D 4833 N Min 80
Width Mtr Min 8
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